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ABSTRACT 

In Pulp and Paper mills, Digester house is main section and corrosion is a huge trouble in this part. The 

existence of sulfides, thiosulphates and sodium chloride in cooking liquor and silicone (Si) in steel create the 

stern corrosion trouble in digesters. A digester is constructed mainly into three sections top, mid and bottom. In 

our earlier study bottom and mid part in-plant tests were completed. Therefore, an in-plant test of six month 

time was performed in the top part of a batch digester. This digester is made of mild steel of volume 20 m
3
. The 

newly developed electroless Ni-P-TiO2-ZrO2 nano-composite coatings (alternate material) along with mild steel 

(conventional material) were selected as the test materials. It is accomplished that top part of digester is 

exaggerated due to stress as well as pitting corrosion. The top part can be constructed of these newly developed 

coatings without strict risk of deterioration. 
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I.  INTRODUCTION 

A wide-ranging corrosion is experienced by process equipment and machinery items in diverse sections of paper 

mill. Digester house is one such section which is severely affected by corrosion [1-5]
 
 found that corrosion in 

kraft digester was due to , high C and Si , movement of gases and liquor intrude on walls of digester and change 

in chemical concentration. A like conclusion was drawn in test reports [6-8], with regard to the dependence of 

the corrosivity of liquor on its composition. It has been squabbled that a higher concentration of polysulfides 

may show passivating effect. By the way, the current corrosion test emerges to be very important in-plant test 

performed with alternate and conventional materials in the digester of a mill. The alternate materials are selected 

newly developed electroless Ni-P-TiO2-ZrO2 nano-composite coatings and conventional material is mild steel 

(MS). 

 

II.EXPERIMENTAL  

2.1. Materials and Methods (MM) 

First base coupons of mild steel (MS) grade (AISI-1040) are prepared properly by methods of shaping, milling 

and surface grinding. The dimensions of all samples is as 1 cm × 1 cm × 0.4 cm. An acidic electroless procedure 

is taken for nano-composite coatings [9-14].  
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(a)                                                   (b) 

Figure 1: (a) Ni-P-TiO2-ZrO2 EL nano-composite (as-plated) and (b) MS coupons 

2.2 Composition of electroless bath (CEB) 

The experimental set up planned for coatings is shown below in Figure 2. The bath composition and working 

environment for nano-composite coatings are chosen as; nickel sulphate 35.18 gpl, trisodium citrate 48.53 gpl 

sodium acetate 22.21gpl, sodium hypophosphite 23.07 gpl, synthesized TiO2 and ZrO2 nano-particles 2gpl each,  

pH fluctuated in between 5.6 to 5.8 and temperature range  82 to 87 

C.     

                          

Figure 2: Experimental set up for electroless Ni-P-TiO2-ZrO2 nano- composite coatings  

2.3 Characterization of coatings (COC) 

The micrographs of as-plated and heated nano-composite coated coupons were evaluated by Fourier scanning 

electron microscopy (FESEM).  

2.4 Details of in-plant test  

For in-plant test in batch digester, the paper mill uses 80% poplar and 20% baggasse and eucalyptus as raw 

material for making printing paper. The digester used in in-plant study has a capacity of 20 m
3
 and it is 

constructed of mild steel. The pulping cooking liquor consist NaOH (90 gpl as NaOH) and Na2S (20 gpl as 

NaOH) having pH ~13.7. The temperature accomplished during process is 160
0
C and it operates at a pressure of 

roughly 6 Kg/Cm
2
. 
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III. RESULTS AND DISCUSSION 

3.1 Characterization of coatings 

The SEM micrographs of Ni-P-TiO2-ZrO2 EL nano-composite coated (as-plated and annealed, 400 °C Argon 

atmosphere) coupons are discussed [15-16]. From SEM micrograph figures it is clear that EL nano-composite 

plated surface in all cases have glow surface with steady sharing of titania and zirconia nano-particles. It may 

increase in corrosion resistance of developed electroless nano-composite coatings [14, 17]. 

3.2 Corrosion rate  

 The cooking liquor of mill has a sulfidity of about 20%. This is the sulfidity usually pragmatic in Indian mills. 

However, it is much lesser than that observed in mills of USA, Canada and Scandinavia etc. (~40% or so). From 

the in-plant corrosion test it is seen that the corroded coupons show only uniform corrosion rate. The crevice 

corrosion is observed only on mild steel coupon. The corrosion rate of materials is given in Table-1. The degree 

of pitting attack in case of coated coupons is within the limit of acceptability [15], for a material of construction. 

The maximum corrosion rate is experienced by mild steel followed by Ni-P-TiO2-ZrO2 (as-plated) and Ni-P-

TiO2-ZrO2 (heated). Thus mild steel show least resistance from the standpoint of uniform corrosion. As 

indicated in [15], for alkaline pH as in digester, Cr (chromium) and N (nitrogen) in stainless steels appear to be 

more important than Mo (molybdenum) in providing corrosion resistance. Probably this may result into 

development of new duplex stainless steels, without Mo, having equivalent mechanical properties and resistance 

against localized corrosion. Such types of steels are also possible to be cost valuable.  

           Table-1: Corrosion rates (mils per year) of samples in alkaline sulfide solution 

                   Materials Corrosion rate (mpy) 

 Mild Steel  (MS) 5.807 

Ni-P-TiO2-ZrO2 (as-plated) 01.260 

Ni-P-TiO2-ZrO2 (heated, 400
0
C) 1.781 

 

IV. CONCLUSIONS 

The present real circumstance corrosion test point up that Ni-P-TiO2-ZrO2 EL nano coatings have been 

effectively plated on mild steel. The colours of coatings is grayish white and as-plated EL nano-composite 

coatings have amorphous character and heated coated coupon reveals development into crystallization character. 

This type of behavior of coatings may increase in wear, hardness and corrosion resistance.  
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